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Description | Designation of Alloys | Delivery Status Size Quantity | Melt No. Specification Processing Batch No. Manofacture Shift No.

BHEE C68700 061 ©22*1*5600 3449 X12-066 | ASTM B111 / ' /

#1544 hE B 3 442 T3] B (Mechanical Properties and other inspection items)

RIE HkE BE |EREE| SHE ER HORKE | FoX® | kERR | ARES | #6dE | EREERRTESE | ATHFEE
(Mpa) (%8) {HV) {Mpa) (mm) - ) Fracture 20% Hydrostatic Eddy Current | Nondestru | Inspection of Surf Qual |  Standard
Tensile Elongstion | Hardness | Yield | (Crainsize) & | surface Test Test Testing Chive test and Dim Carry Out
Strength Strenght i :

415 / / 170 0.020 TR / TREL &4 & at &h '
£ 2 A #¥ (Composition %)
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Cu| P |Fe |Mn|Bi [Sb|As | Ni |Po|Sn| S | Zn |si|Al|O|Cr|Hg| €% | Zr | Cd | impurity i ccepted
76.91 ! 0.007 ') Fi ! 0.028 ! ooog| ! f | ! 2.05 f i ! ! ) ! /

F: R ERARNE, HELAARY, REELATTER.

Note: Ifnothing is propesed to the contrary with in 7 days this claim will not be disposed
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